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1° Teza de doctorat (T1)

T1 “Cercetari asupra influentei unor depuneri superficiale pe aliaje metalice biodegradabile utilizate in
domeniul medical” / “Research concerning the influence of some surface coatings on biodegradable
metallic alloys used in the medical field” — 11.02.2016 — Univ.Tehnicd "Gheorghe Asachi” din lasi, Domeniul
Ingineria Materialelor, Conducator de doctorat: Prof.univ.dr.ing. Munteanu Corneliu.

(inclusiv anul, universitatea, domeniul, conducatorul de doctorat)

2° Carti/ cursuri/ manuale publicate in edituri recunoscute din tara sau din strainatate (Cal, Ca2 etc.),
indrumare publicate/culegeri de probleme (I1, 12 etc.), sisteme de laborator functionale etc. (D1, D2 etc.)
cursuri proprii pe Web, sisteme e-learning etc. (W1, W2 etc.), dupa caz, precum si alte lucrari (M1, M2
etc.) prin care se aduc contributii la dezvoltarea activitatilor didactice/ profesionale.

Punctaj
Carti/ cursuri/ manuale publicate in edituri recunoscute din tara sau din strainatate | 64.1
Cal. B. Istrate — Materiale metalice biodegradabile pe baza de magneziu, Ed. PIM, 268 | 268/5x1 =
Ca | pg., 2020, lasi, ISBN: 978-606-13-5704-8 , Carte de specialitate Tn domeniu Ing. Mat. 53.6
Ca2. B. Istrate, C. Munteanu — Expertize Metalografice, Ed. PIM, 210 pg., 2020, lasi, 210/10x2
ISBN: 978-606-13-5731-4, Suport didactic =10.5
Punctaj
Indrumar/ culegere de probleme (publicat sau disponibil pe Web) 3.7
I I1. C. Munteanu, B.Istrate, S-C. Lupescu, Stiinta si Ingineria Materialelor — Indrumar de | 222/20x3
laborator, , Ed. “Europlus”, 222 pg., 2019, Galati, ISBN: 978-606-628-207-9 =3.7

3° Cartil capitole carfi de specialitate publicate in edituri recunoscute din tara sau din strainatate (Cb1,
Cb2 etc.), articole/ studii publicate in reviste din taral strainatate, cu factor de impact/ indexate in BDI/
neindexate in BDI (R1, R2 etc.), brevete de inventie (B1, B2 etc.), creatii artistice prezentate la
manifestari recunoscute din tara/ strainatate (A1, A2 etc.), articole/ studii publicate in volumele
manifestarilor stiintifice nationale/ internationale indexate BDI/ neindexate BDI (V1, V2 etc.), dupa caz,

precum si alte lucrari (N1, N2 etc.) prin care se aduc contributii stiintifice la dezvoltarea domeniului.

Punctaj
Capitol carte de specialitate publicata in editura din strainatate 1
Cb1l. L. G. Bujoreanu, B. Pricop, N. M. Lohan, M.G. Suru, B. Istrate, Book Chapter, 10/2x5 =
Cb Structural and Chemical Variations Induced by Thermomechanical Cycling in Shape 1
Memory Actuators, Frontiers in Materials Processing, Applications, Research and
Technology, 2018, DOI: 10.1007/978-981-10-4819-7 7, pp. 63-73
Articole in reviste cotate ISI Thomson Reuters-Web of Science Core Collection si | 573.33
in volume indexate ISI proceedings - Web of Science
R |R1. B. Istrate, C. Munteanu, S. Lupescu, R. Chelariu, M.D. Vlad, P. Vizureanu, | 50x3.057/
MATERIALS, Vol. 13, Is. 14, Article Number: 3082, 2020, DOI: 10.3390/mal13143082, | 6 = 25.48
WOS:000554140300001, FI (2019): 3.057
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R2. B. Istrate, J.V. Rau, C. Munteanu, I.V. Antoniac, V. Saceleanu, Properties and in | 50x3.83/5
vitro assessment of ZrO2-based coatings obtained by atmospheric plasma jet spraying | = 38.30
on biodegradable Mg-Ca and Mg-Ca-Zr alloys, CERAMICS INTERNATIONAL, Vol. 46,
Is. 10, 15897-15906 Part: B, 2020, DOIl: 10.1016/j.ceramint.2020.03.138,
W0S:000533512000020, FI (2019): 3.83

R3. B. Istrate, C. Munteanu, R. Chelariu, D. Mihai, R. Cimpoesu, F.S.V Tudose, | 50x1.755/
Electrochemical Evaluation of Some Mg-Ca-Mn-Zr Biodegradable Alloys, REVISTA DE | 6 = 14.63
CHIMIE, Vol. 70, Is. 9, 3435-3440, 2019, WOS:000489958900072, FI (2019): 1.755

R4. S Lupescu, C Munteanu, B Istrate, K Earar, The Influence of Zr on Microstructure, | 50x1.755/
Mechanical Properties and Corrosion Resistance in Mg-Y-Zr Biodegradable Alloys, | 6 = 21.94
REV.CHIM.(Bucharest),Vol. 69,No. 12, pp. 3382-3385, 2018, W0S:000458533800010,
autor corespondent FI(2019): 1.755

R5. B. Istrate, C. Munteanu, C.l. Crimu, S.I. Strugaru, M. Benchea, K. Earar, | 50x0.521/
Morphological and tribological aspects of some ZrO2 coatings on Mg-Ca biodegradable | 6 = 4.34
alloys, Indian Journal of Engineering & Materials Sciences Vol. 23, pp. 418-424, 2016,
WOS:000406728100006, FI(2019): 0.521

R6. B. Istrate, D. Mareci, C. Munteanu, S. Stanciu, C.I. Crimu, L.C. Trinca, E. Kamel, | 50x1.186/
In vitro electrochemical properties of biodegradable YSZ-coated MgCa alloy, | 7 = 8.47
Environmental Engineering and Management Journal, Vol.15, No. 5, 955-963, 2016,
W0S:000381274100002, FI(2018): 1.186

R7. B. Istrate, D. Mareci, C. Munteanu, S. Stanciu, D. Luca, C.I. Crimu, E. Kamel, In | 50x0.631/
vitro electrochemical properties of biodegradable ZrO2-CaO coated MgCa alloy using | 7 = 4.51
atmospheric plasma spraying, Journal of Optoelectronics and Advanced Materials, 17
(7-8) pp.1186-1192, 2015, WOS:000359967600044, FI1(2019): 0.631

R8. C.C. Paleu, C. Munteanu, B. Istrate, S. Bhaumik, P. Vizureanu, M.S. Baltatu, V. | 50x2.436/
Paleu, Microstructural Analysis and Tribological Behavior of AMDRY 1371 (Mo- | 7=17.4
NiCrFeBSIC) Atmospheric Plasma Spray Deposited Thin Coatings, Coatings, 10(12),
1186, 2020, doi.org/10.3390/coatings10121186, FI(2019):2.436

R9. M. S. Baltatu, P. Vizureanu, A. V. Sandu, C. Munteanu, B. Istrate, Microstructural | 50x2.436/
Analysis and Tribological Behavior of Ti-Based Alloys with a Ceramic Layer Using the | 7 = 24.36
Thermal Spray Method Coatings 2020, 10(12), 1216, 2020,
doi.org/10.3390/coatings10121216, FI(2019):2.436

R10. S.N. Mazurchevici, B. Pricop, B. Istrate, A.D. Mazurchevici, V. Carlescu, C. | 50x1.517/
Carausu, D. Nedelcu, Technological Parameters Effects on Mechanical Properties of | 7 = 10.83
Biodegradable Materials Using FDM MATERIALE PLASTICE, Vol. 57, Is. 2, 215-227,
2020, WOS: 000579451200023, FI (2019):1.517

R11. E.l. Muresan, T. Malutan, D. Lutic, A. Puitel, N. Cimpoesu, B. Istrate, | 50x1.186/
MACROSPHERICAL POROUS METALLOSILICATE MATERIALS: | 6 =9.88
CHARACTERIZATION AND APPLICATIONS, ENVIRONMENTAL ENGINEERING
AND MANAGEMENT JOURNAL, Vol. 19, Is. 2, 195-204, 2020,
W0S:000531733600002, FI(2018): 1.186

R12. N.M. Lohan, B. Pricop, M. Popa, E. Matcovschi, N. Cimpoesu, R. Cimpoesu, B. | 50x1.652/
Istrate, L.G. Bujoreanu, JOURNAL OF MATERIALS ENGINEERING AND |8=10.33
PERFORMANCE, Vol. 28, Is. 12, 7273-7280, 2019, DOI: 10.1007/s11665-019-04473-
6, WOS:000507536600010, FI(2019): 1.652

R13. EI Muresan, A Pui, T Malutan, A Coroaba, N Cimpoesu, B Istrate, M Pinteala, | 50x2.75/7
Hard meso/macroporous iron oxide/iron silicate macrospheres obtained by the multi- | = 19.64
templating technique, Journal of Chemical Technology and Biotechnology, Vol. 94, Is.
9, pp. 2888-2898, DOI: 10.1002/jcth.6092, 2019, WOS:000480612500013, FI(2019):
2.75

R14. D Nedelcu, A Marguta, S Mazurchevici, C Munteanu, B Istrate, Micro-structural | 50x1.929/
and morphological analyses of coated 'liquid wood' samples by ceramic particles, | 5= 19.29
Materials Research Express, Vol. 6, Is. 8, Article Number: 085326, DOI: 10.1088/2053-
1591/ab220b, 2019, WOS:000469826100001, FI(2019): 1.929

R15. T Roman, RL Asavei, NE Karkalos, C Roman, C Virlan, N Cimpoesu, B Istrate, M | 50x1.762/
Zaharia, AP Markopoulos, K Kordatos, S Stanciu, A Pui, Synthesis and adsorption | 12 =7.34
properties of nanocrystalline ferrites for kinetic modeling development, International
Journal of Applied Ceramic Technology, Vol. 16, Is. 2, pp. 693-705, DOI:
10.1111/jjac.13091, 2019, WOS:000459618700026, FI(2019): 1.762
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R16. C Bejinariu, C Munteanu, CD Florea, B Istrate, N Cimpoesu, A Alexandru, AV | 50x1.755/
Sandu, Electro-chemical Corrosion of a Cast Iron Protected with a Al203 Ceramic | 7 =12.54
Layer, REV.CHIM.(Bucharest),Vol. 69,No. 12, pp. 3586-3589, 2018,
W0S:000458533800054, FI(2018): 1.755

R17. N Cimpoesu, F Sandulache, B Istrate, R Cimpoesu, G Zegan, Electrochemical | 50x2.117/
Behavior of Biodegradable FeMnSi-MgCa Alloy, Metals 2018, 8, 541;|5=21.17
doi:10.3390/met8070541, WOS:000445096800071, FI(2019): 2.117

R18. V Geanta, | Voiculescu, | Milosan, B Istrate, | M Mates, Chemical Composition | 50x1.755/
Influence on Microhardness, Microstructure and Phase Morphology of AIxCrFeCoNi | 5=17.55
High Entropy Alloys, REV.CHIM.(Bucharest),Vol. 69,No. 4, pp.798-801, 2018,
W0S:000433223000009, FI(2019): 1.755

R19. C A Ghiorghe, G lovan, V Carlescu, B Istrate, G Pancu, S Andrian, Comparative | 50x1.755/
Evaluation of Hardness and Elasticity Modulus of Tooth-Colored Materials for Dental | 6 = 14.63
Restoration, REV.CHIM.(Bucharest), 68, No. 11, 2623-2627, 2017,
W0S:000416751800033; FI(2019): 1.755

R20. S Lupescu, B Istrate, C Munteanu, M G Minciuna, S Focsaneanu, K Earar, | 50x1.755/
Characterization of Some Master Mg-X System (Ca, Mn, Zr, Y) Alloys Used in Medical | 6 = 14.63
Applications, REV.CHIM.(Bucharest) Vol. 68 No. 6 pp. 1408-1413, 2017,
WOS:000408702900034, FI(2019): 1.755

R21. G.Zegan, R. Cimpoesu, M. Agop, |. Stirbu, D.L. Chicet, B. Istrate, A. Alexandru, | 50x0.445/
B. Anton Prisacariu, Improving the HA deposition process on Ti-based advanced alloy | 8 =2.78
through sandblasting, Optoelectronics and Advanced Materials-Rapid Communications,
Vol. 10, Is, 3-4, pp. 279-284, 2016, WOS:000376707900031, FI(2019): 0.445

R22. D. Mareci, G. Bolat, B. Istrate, C. Munteanu, A. Cailean, Effect of thermal | 50x1.533/
oxidation on electrochemical corrosion behavior of ZrTi alloys for dental applications, | 5 = 15.33
Materials and Corrosion 66 (12), pp. 1529-1535, 2015, W0S:000368419100019,
FI1(2019): 1.533

R23. L.C. Trinca, M. Fantanariu, C. Solcan, A.E. Trofin, L. Burtan, D.M. Acatrinei, S. | 50x6.182/
Stanciu, B. Istrate, C. Munteanu, In vivo degradation behavior and biological activity of | 9 = 34.34
some new Mg-Ca alloys with concentration's gradient of Si for bone grafts, Applied
Surface Science 352 pp.140-150, 2015, W0S:000361212200024, FI(2019): 6.182

R24. G.L. Pintilei , V.I. Crismaru, M. Abrudeanu, C. Munteanu, D. Luca, B. Istrate, The | 50x6.182/
influence of ZrO2/20%Y203 and Al203 deposited coatings to the behavior of an | 6 =51.51
aluminum alloy subjected to mechanical shock , Applied Surface Science, 352 pp. 169-
177, 2015, W0OS:000361212200029, FI(2019): 6.182

R25. G.L. Pintilei, V.I. Crismaru, M. Abrudeanu, C. Munteanu, E.R. Baciu, B. Istrate, N. | 50x6.182/
Basescu, The behavior of ZrO2/20%Y203 and Al203 coatings deposited on aluminum | 7 = 44.16
alloys at high temperature regime, Applied Surface Science 352 pp.178-183, 2015,
WOS:000361212200030, FI(2019): 6.182

R26. O. Parteni, C.D. Radu,A. Muresan, M.Popa, L.Ochiuz, A.V. Sandu, G.Agafitei, B. | 50x1.755/
Istrate, C. Munteanu, Improving the obtaining factors of a chitosan hydrogel based | 9 =9.75
biomaterial, Revista de Chimie, 10 pp,1595-1599, 2015, FI(2019): 1.755

R27. E.S. Béarca, A.G. Plaiasu, M. Abrudeanu, B. Istrate, D. Luca, C. Munteanu, Study | 50x0.631/
of the plasma deposition of AI203 powder on an internal combustion engine piston, | 6 = 5.26
JOURNAL OF OPTOELECTRONICS AND ADVANCED MATERIALS 17 (9-10) pp.
1522-1527, 2015, W0OS:000364600400046, FI(2019): 0.631

R28. E.I. Muresan, N. Cimpoesu, A. Bargan, B. Istrate, Effect of the Template on the | 50x1.941/
Textural Properties of the Macrospherical Trimodal Metallosilicate Materials, Journal of | 4 = 24.26
Inorganic and Organometallic Polymers and Materials, 25 (5) pp. 1060-1068, 2015,
W0S:000359536800007, FI(2019): 1.941

R29. L.G. Bujoreanu, R. Comaneci, G. Gurau, N.M. Lohan, M.G. Suru, B. Pricop, V. | 50x0.521/
Goanta, V. Musat, B. Istrate, E Mihalache, Thermomechanical training effects of | 10 =2.61
multifunctional modules processed by high-speed high pressure torsion, Indian Journal
of Engineering and Materials Sciences, 22 (4) pp. 367-375, 2015,
WOS:000363078700001, FI(2019): 0.521

R30. D. Mareci, K. Earar, |I. Zetu, G. Bolat, C. Crimu, B. Istrate, Comparative | 50x1.517/
electrochemical behaviour of uncoated and coated NiTi for dental orthodontic wires, | 6 = 12.64
Materiale Plastice, 52 (2) pp. 150-153, 2015, WOS:000357767900004, FI1(2019): 1.517

R31. P. Avram, M.S. Imbrea, B. Istrate, S.I. Strugaru, M. Benchea, C. Munteanu - | 50x0.521/
Properties of AI203 and NiAISi coatings obtained by atmospheric plasma spraying on | 6 = 4.34
34CrNiMo6 substrate, Indian Journal of Engineering & Materials Sciences, 21 pp. 315-
321, 2014, WOS:000339305400012, FI(2019): 0.521
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R32. V. Popescu, |. Sandu, E.l. Muresan, B. Istrate, G. Lisa, Effects of the pre- | 50x1.755/
treatment with atmospheric-air plasma followed by conventional finishing, Revista de | 5=17.55
Chimie, 65 (6) pp. 676-683, 2014, W0S:000339140400010, FI(2019): 1.755

R33. I. Cimpoesu, S. Stanciu, N. Cimpoesu, C. Munteanu, B. Istrate, A. Ursanu, D.D. | 50x0.631/
Dana, A. Alexandru, C. Nejneru, Chemical and micro-structural characterization of a | 9 =3.51
copper based shape memory alloy, Journal of optoelectronics and advanced materials,
15 (11-12) pp. 1392 — 1398, 2013, WOS:000329482600039, FI(2019): 0.631

Rv34. B Istrate, T Voloseniuc, C Munteanu and S Lupescu, Topical Notions About in | 50x0.1/4=
Vivo Analysis for Degradable Biomaterials with Utility in Human Body, IOP Conf. | 1.25
Series: Materials Science and Engineering 374 (2018) 012092 doi:10.1088/1757-
899X/374/1/012092, WOS:000446775900092

Rv35. B Istrate, C Munteanu, S Lupescu, M Benchea, P Vizureanu, Preliminary | 50x0.1/5=
Microstructural and Microscratch Results of Ni-Cr-Fe and Cr3C2-NiCr Coatings on | 1
Magnesium Substrate, IOP Conf. Series: Materials Science and Engineering 209
(2017) 012024 d0i:10.1088/1757-899X/209/1/012024, WOS:000423732100024

Rv36. B. Istrate, C. Munteanu, M.N. Matei, B. Oprisan, M. Moisei, K. Earar, | 50x0.1/6=
Microstructural analysis and mechanical properties of biodegradable Mg-1.3Ca-5.5Zr | 0.83
alloy, IOP Conf. Series: Materials Science and Engineering 145 (2016) 072003,
WOS:000396437600119

Rv37. B. Istrate, C. Munteanu, V. Geanta, S. Baltatu, S. Focsaneanu, K Earar, | 50x0.1/6=
Microstructural analysis of biodegradable Mg-0.9Ca-1.2Zr alloy, IOP Conf. Series: | 0.83
Materials Science and Engineering 147 (2016) 012033 do0i:10.1088/1757-
899X/147/1/012033, WOS:000390720200033

Rv38. B. Istrate, C. Munteanu, M.N. Matei, B. Oprisan, D. Chicet, K. Earar, Influence | 50x0.1/6=
of Zr02-Y203 and ZrO2-CaO coatings on Mg-1,3Ca-5,5Zr biodegradable alloy, IOP | 0.83
Conf. Series: Materials Science and Engineering 133, 012010, 2016,
W0S:000391140000010

Rv39. C.C. Paleu, V. Paleu, B. Istrate, N. Cimpoesu, C. Munteanu, Thin coatings for | 50x0.1/5=
pumping station mechanical components, IOP Conf. Series: Materials Science and | 1
Engineering 591, 012007, 2019, WOS:000562929900007

Rv40. S. Popescu, S. Stanciu, R. Cimpoesu, B. Istrate, N. Cimpoesu, V. Manole, I. | 50x0.1/7=
lonita, Electrochemical characterization of ZnMg-Ca biodegradable alloy, MATERIALS | 0.71
TODAY-PROCEEDINGS, Vol. 19, 1026-1031 Part: 3, DOLl:
10.1016/j.matpr.2019.08.017, 2019, WOS:000496428200018

Rv41. O. Mocanita, D. Chicet, B. Istrate, P. Avram, C. Munteanu, Behavior of | 50x0.1/5=
multilayer materials when exposed to open flame, MATERIALS TODAY- |1
PROCEEDINGS, Vol. 19, 1073-1080 Part: 3, 2019, DOI: 10.1016/j.matpr.2019.08.023,
WQOS:000496428200024

Rv42. C. Stescu, C. Munteanu, D. Chicet, M. Panturu, B. Istrate, UNIVERSITY | 50x0.1/5=
POLITEHNICA OF BUCHAREST SCIENTIFIC BULLETIN SERIES B-CHEMISTRY | 1
AND MATERIALS SCIENCE, Vol. 81, Is. 2, 239-248, 2019, W0S:000487213500021

Rv43. M. Panturu, D. Chicet, S. Lupescu, B. Istrate, C. Munteanu, APPLICATIONS OF | 50x0.1/5=
CERAMIC COATINGS AS TBCs ON THE INTERNAL COMBUSTION ENGINE |1
VALVES, ACTA TECHNICA NAPOCENSIS SERIES-APPLIED MATHEMATICS
MECHANICS AND ENGINEERING, Vol. 61, Is. 1, 137-142, 2018,
W0S:000428903500022

Rv44. A David, A M Comanici, B Istrate, C Munteanu and P D Barsanescu, Failure | 50x0.1/5=
surfaces morphology for specimens with stress concentrators using scanning electron | 1
microscopy, IOP Conf. Series: Materials Science and Engineering 444 (2018) 062018
doi:10.1088/1757-899X/444/6/062018, WOS:000467443600105

Rv45. S Lupescu, C Munteanu, B Istrate, D Luca, M Benchea and G Mahu, | 50x0.1/6=
Experimental, microstructural and tribological studies of the system Mg-2Ca-5Y, IOP | 0.83
Conf. Series: Materials Science and Engineering 444 (2018) 032008
doi:10.1088/1757-899X/444/3/032008, WOS:000467443600030

Rv46. G Mahu, C Munteanu, B Istrate, M Benchea and S Lupescu, Influence of | 50x0.1/6=
Al203-13TiO2 powder on a C45 steel using atmospheric plasma spray process, IOP | 0.83
Conf. Series: Materials Science and Engineering 444 (2018) 032010
doi:10.1088/1757-899X/444/3/032010, WOS:000467443600032

Rv47. O Mocanita, D L Chicet, C Munteanu, B Istrate and B Oprisan, Fire-resistant | 50x0.1/5=
behaviour of some cellular materials treated with intumescent solutions, IOP Conf. | 1

Series: Materials Science and Engineering 444 (2018) 032011 doi:10.1088/1757-
899X/444/3/032011, WOS:000467443600033
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Rv48. M Panturu, D L Chicet, C Munteanu, B Istrate and P Avram, Microstructural | 50x0.1/5=
aspects at coating-substrate interface for some thermal sprayed layers on valve discs, | 1

IOP Conf. Series: Materials Science and Engineering 444 (2018) 032009
doi:10.1088/1757-899X/444/3/032009, WOS:000467443600031

Rv49. C Stescu, D L Chicet, C Munteanu, B Istrate, M Benchea and G-N Basescu, | 50x0.1/6=
Aspects regarding the influence of the processing regime on the surface quality of | 0.83
thermal sprayed coatings, IOP Conf. Series: Materials Science and Engineering 444
(2018) 032012 d0i:10.1088/1757-899X/444/3/032012, WOS:000467443600034

Rv50. G. Mahu, C. Munteanu, B. Istrate, M. Benchea, Analysis of plasma jet | 50x0.1/4=
depositions on a C45 steel used in crankshaft manufacturing, POWDER | 1.25
METALLURGY AND ADVANCED MATERIALS, Book Series: Materials Research
Proceedings, Vol. 8, 61-69, DOLl: 10.21741/9781945291999-7,
W0S:000452925200007

Rv51. S Dobrita, B Istrate, N Cimpoesu, S Stanciu, V Apostol, R Cimpoesu®, | lonita | 50x0.1/8=
and P Paraschiv, Preliminary Results on the Corrosion Behaviour of a New | 0.63
Biodegradable Metallic Material Based on Zinc, IOP Conf. Series: Materials Science
and Engineering 374 (2018) 012027 doi:10.1088/1757-899X/374/1/012027,
WOS:000446775900027

Rv52. C D Florea, C Bejinariu, C Munteanu, B Istrate, S L Toma, A Alexandru and R | 50x0.1/7=
Cimpoesu*, Corrosion Resistance of a Cast-lron Material Coated With a Ceramic | 0.71
Layer Using Thermal Spray Method, IOP Conf. Series: Materials Science and
Engineering 374 (2018) 012028 doi:10.1088/1757-899X/374/1/012028,
WOS:000446775900028

Rv53. A Savin, P Vizureanu, Z Prevorovsky, M Chlada, J Krofta, M S Baltatu, B Istrate | 50x0.1/8=
and R Steigmann, Noninvasive Evaluation of Special Alloys for Prostheses Using | 0.63
Complementary Methods, IOP Conf. Series: Materials Science and Engineering 374
(2018) 012030 doi:10.1088/1757-899X/374/1/012030, WOS:000446775900030

Rv54. V. GEANTA, I. VOICULESCU, B. ISTRATE, D. M. VRANCEANU, R. CIOCOIU, | 50x0.1/6=
C. M. COTRUT, The Influence of Chromium Content on the Structural and Mechanical | 0.83
Properties of AICrxFeCoNi High Entropy Alloys, International Journal of Engineering
Research in  Africa, ISSN: 1663-4144, Vol. 37, pp 23-28, 2018,
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Materials Science and Engineering 133, 012015, 2016, W0OS:000391140000015

Rv62. E. Mihalache, B. Pricop, M.G. Suru, N.M. Lohan, R.l. Comaneci, B. Istrate, B. | 50x0.1/8=
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R24. C Stescu, C Munteanu C, D Luca, B Istrate, M Benchea, D Chicet, B Oprisan, | 50x0.08/7
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R35. A. Barca, B. Istrate, E.S. Barca Eduard, V.l. Crismaru, C. Munteanu, Corrosion | 50x0.08/5
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K. Earar, The Study Of Microstructure Of The Mgca Alloys In Their Use In | =0.57
Biodegradable Orthopedic Implants, Advanced Materials Research, 1036 pp. 207-
211, 2014, DOI: 10.4028/www.scientific.net/AMR.1036.207
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810 pp. 584-589, 2015, DOI: 10.4028/www.scientific.net/AMM.809-810.584
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pp. 332-337, 2015
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P P2. Director — Mobilitate pentru cercetatori - PNCDI Il RU-MC 313MC/2019, 2019, 5x1=5
Valoare: 21727.43 Lei
P3. Director - Grant Intern Nr. 0430/2018, ,Materiale speciale biodegradabile din 5x1=5

sistemul Mg-Ca-Mn-Zr utilizate ca implanturi in reconstructia osului biologic”, TUIASI-
GI-2018-PN-I11-P1-1.1-PD-2016-0430, 2018-2019, Valoare: 10000 Lei

P4. Director — Contract agent economic Nr. 14921/03.08.2020, "Analize 5x1=5
microstructurale, compozitionale (SEM-EDX) si difractie de raze X pentru diverse
materiale”, 2020-2021, Valoare: 2305 Lei

Formular TUIASI.POB.08-F7 9



P5. Membru - Proiect Component 1 (ORTOMAG) - Proiect Complex ,OBTINEREA SI
EXPERTIZAREA UNOR NOI MATERIALE BIOCOMPATIBILE PENTRU APLICATII
MEDICALE”", Contract Nr. 60PCCDI/2018, PN-IlI-P1-1.2-PCCDI-2017-0239, 2018-
2021, Director — Prof.dr.ing. Munteanu Corneliu

2x4=8

P6. Membru - Bridge Grant Project “Tehnologii performante pentru obtinerea de
structuri 3D cu aplicatii in securitate”, PN-I11I-P2-2.1-BG-2016-0290, 2016-2018,
Director — Prof.dr.ing. Manea Liliana Rozemarie

2x3=6

P7. Membru — Project ,Dezvoltarea de echipamente tehnice inovative destinate
tehnologiei de valorificare rationala a pajistilor in conditiile sc mbarilor climatice”,
Program Inovare, 30DPST/26.09.2013, 2013-2015

P8. Membru — Project‘Informarea corecta — Cheia recunoasterii studiilor”- ID: 2789,
POSDRU/2/1.2/S/6

P9. Membru - Grant Intern - Design and characterization of a multifocal shape
memory form for medical applications, TUIASI-GI-2018 -1420, 6 membri, 2018,
Director — Prof.dr.ing. Cimpoesu Nicanor

2x1=2

P10. Membru - Grant Intern - ,Noi aspecte privind efectul solicitarilor termo-mecanice
in regim dinamic asupra comportamentului fizico-chimic a aliajelor cu memoria formei
Ti-Ni-X", TUIASI-GI-2018-PN-I11-P1-1.1-TE-2016-0273, 2018-2019, Sef.lucr. dr.ing.
Lohan Monica

2x2=4

P11. Membru — Process Engineering —Klarwin — Contract nr. 19511/20.09.2018 -
agent economic , 2018-2019 , Director — Prof.dr.ing. Munteanu Corneliu

2x2=4

P12. Membru - "Cercetéri stiintifice si aplicatii practice pentru prototipurile C.En in
domeniul stocarii hidrogenului in materiale din sticla” — Contract Nr. 7294/05.04.2019 —
agent economic, 2019-2020, Director — Prof.dr.ing. Munteanu Corneliu

2x2=4

P13. Membru - Contract tip ROSE SGU-N, nr. AG-206/2019, etapa 2019-2020,
Director — Sef.lucr. dr.ing. lulian Agape

2x1=2

P14. Membru - ,Tehnologii de fabricare inteligente pentru productia avansata a
pieselor din industriile de automobile si aeronautica ", Pr. Comp. 2 ,Formarea adaptiva
a materialelor compozite pentru reperele din industria de automobile", Nr.
82PCCDI/2018, PN-11I-P1-1.2-PCCDI-2017-0446, 2018-2021, 12 membrii. Resp.
TUIASI: Prof. Nedelcu Dumitru

2x4=8

P15. Membru - POC/71/1/4/Parteneriate pentru transfer de cunostinte / MySMIS
105524, PRODUSE SI TEHNOLOGII ECOINOVATOARE PENTRU EFICIENTA
ENERGETICA IN CONSTRUCTII” — EFECON, 2020 — Director Prof. Isopescu Dorina

2x1=2

P16. Membru — Proiect POCU/626/6/13/131181 "Insertia absolventilor prin stagii de
pregatire PRACtica modern si eficiente din cadrul Univeristatii TEHnice Gheorghe
Asachi din lasi, pe piata muncii - PRACTeh”, 2020-2022, Director proiect
Conf.univ.dr.ing. Lidia Gaiginschi

P17. Membru — Proiect RO-MD — BCS, contractare, Director — Conf.univ.dr.ing. lanus
Gelu

Recunoasterea si impactul activitatii (A3)

3.1 Citari in reviste cotate Tn ISI Thomson Reuters - Web of Science Core Collection.
Minim 15 citari Pentru Conferentiar/CS I, in ISI Thomson Reuters-Web of Science
Core.

185.41

ISI

Citari in sistemul ISI (sursa: Web of Science):
https://apps-webofknowledge-com.am.e-

nformation.ro/CitationReport.do?product=WOS&search_mode=CitationReport&SID=D4ngPTxeshhBZSR4A6R&page

=1&cr_pqid=11&viewType=summary&from_ML=true&colName=WOS
TOTAL CITARI (fir& autocitari) detaliate in tabel: 92.
TOTAL CITARI (fir& autocitari) conform IS Web of Science: 184
Nota: Pentru calcul citarilor s-a utilizat Factorul de Impact pentru anul 2019,
disponibil pe Web of Science

1. D. Mareci, K. Earar, |. Zetu, G. Bolat, C. Crimu, B. Istrate, Munteanu, C, Matel, MN,
Comparative electrochemical behaviour of uncoated and coated NiTi for dental orthodontic
wires, Materiale Plastice, 52 (2) pp. 150-153, 2015, W0S:000357767900004, FI(2019):
1.517, 27 citari

61.67

1

Improvement of binding friction between stainless steel orthodontic wire and bracket by
performing Rh-PTFE composite plating on the wire, Koyama, A; Ono, T; Uo, M;
Kiyokawa, H; Ohira, N; Shima, Y; Kanno, Z; ORTHODONTIC WAVES, Volume: 79
Issue: 1 Pages: 39-47, DOLl: 10.1080/13440241.2020.1733180,
WQOS:000547447800005, Fl (2019):0

5/6 = 0.83
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Experimental Study on the Improvement of the Use of Diacrylic Composite Resins in
Restorative Dentistry by Compensatory Techiniques, Vasilescu, E; Docan, A;
Vasilescu, VG; Popa, CL; lonel, NC; Muntenita, C; MATERIALE PLASTICE, Volume:
56 Issue: 2 Pages: 378-381, 2019, W0OS:000476641000016, FI (2019):1.517

15/6 =2.5

Biochemical Interactions Between Polymeric Resins Used for Occlusal Splints and
Saliva A pilot study comparing the CAD/CAM technology and the conventional
approach, Melescanu-Imre, M; Pantea, M; Totan, A; Tancu, AMC; Greabu, M; Totan,
C; Spinu, TC; MATERIALE PLASTICE, Volume: 56 Issue: 2 Pages: 409-412, 2019,
WOS:000476641000023, FI (2019):1.517

15/6 = 2.5

General Treatment Principles in Alergies-Plastic Materials, Nechita, A; Mitrea, G;
Raftu, G; Stefanescu, C; Anton, DM; Popa, G; Macovei, LA; MATERIALE PLASTICE,
Volume: 56 Issue: 1 Pages: 220-223, 2019, W0S:000464604100044, FI(2019):1.517

15/6 =2.5

Structural and Thermal Changes in Dental Resins Enriched with Silver Nanopatrticles,
Vitalariu, A; Tatarciuc, M,; Luca, O; Cioloca, CH; Bulancea, B; Aungurencei, A,
Aungurencei, O; Raftu, G; Popa, DD; REVISTA DE CHIMIE, Volume: 70 Issue: 2
Pages: 591-595, 2019, W0S:000461982200047, FI(2019):1.755

15/6 =2.5

Biochemical and Bioimpedance Correlation with Quality of Life and lliness Perception
in Hemodialysis Patients, Donciu, MD; Florea, L; Mititiuc, LI; Popescu, ER; Chirita, R;
REVISTA DE CHIMIE, Volume: 70 Issue: 2 Pages: 679-684, 2019,
WQOS:000461982200069, FI(2019):1.755

15/6 =2.5

Evaluation of the Degree of Dental Anxiety in a Lot of Patients Altered in Young Adults,
Raftu, G; Sin, EC; Caraiane, A; Bustiuc, SG; Briceag, R, REVISTA DE CHIMIE,
Volume: 70 Issue: 2 Pages: 689-692, 2019, W0S:000461982200071, FI(2019):1.755

15/6 = 2.5

Applications of Factorial Analysis in the Study of Risk Factors and their Chemical
Influence for Erosive Dental Wear, Chiriac, AM; Mercut, V; Alexandru, D; Popescu,
SM; Mercut, R; Popescu, FD; Luchiancenco, D; Resceanu, |; REVISTA DE CHIMIE,
Volume: 70 Issue: 2 Pages: 693-699, 2019, W0S:000461982200072, FI(2019):1.755

15/6 = 2.5

Aesthetic Rehabilitation of the Teeth using Single Fixed Prostheses, Caraiane, A,
Toma, V; Raftu, G; Debita, M; Dimofte, AR; lordache, C; REVISTA DE CHIMIE,
Volume: 70 Issue: 2 Pages: 714-717, 2019, W0S:000461982200076, FI(2019):1.755

15/6 =2.5

10

Study on the Behavior of Dental Alloy CoCrwWNbMoV in Artificial Saliva, Alexandru, A;
Cimpoesu, R; Melian, A; Salceanu, M, REVISTA DE CHIMIE, Volume: 70 Issue: 1
Pages: 165-168, 2019, WOS:000460428100036, FI1(2019):1.755

15/6 =2.5

11

Correlation of Glycemic and Lipid Control Parameters with Cognitive Dysfunction
Scores, in Type 2 Diabetic Persons Results from a cross- sectional study, Botnariu, G;
Popa, A; Mitrea, G; Manole, M; Pacura, M; Anghele, M; Curis, C; Teodorescu, E;
REVISTA DE CHIMIE, Volume: 69 Issue: 12 Pages: 3486-3489, 2018,
WQOS:000458533800031, FI(2019):1.755

15/6 = 2.5

12

The Prevalence of Dental Midline Deviation in a Group of Orthodontic Patients,
Anistoroaei, D; Zegan, G; Saveanu, IC; Sodor, A; Golovcencu, L; REVISTA DE
CHIMIE; Volume: 69 Issue: 12 Pages: 3626-3629; W0S:000458533800056 2018,
FI1(2019):1.755

15/6 = 2.5

13

The Role of Chemical Factors in the Inflammation and Infection of Cervico-facial
Actinomicosis, Nechita, A; Constantin, M; Budacu, C; Raftu, G; Popa, C; REVISTA DE
CHIMIE; Volume: 69 Issue: 12 Pages: 3630-3633, 2018, W0S:000458533800063,
FI1(2019):1.755

15/6 =2.5

14

The Efficiency and Degree of Penetrability of Frequent Washing Solutions Used in
Endodontal Treatment, lliescu, AA; Melian, A; Dan-Cristian, |; Stefanescu, C; Anton,
DM; Popa, G; Salceanu, M; lordache, C; Manole, M ; REVISTA DE CHIMIE, Volume:
69 Issue: 12 Pages: 3717-3722, 2018, W0OS:000458533800083, FI(2019):1.755

15/6 =2.5

15

Chemical Additives from the Composition of Plastic Products and Other Materials in
Establishing Diagnosis for Alergy Disease, Raftu, G; Mitrea, G; Macovei, LA; Nechita,
A!

MATERIALE PLASTICE, Volume: 55
WQ0S:000454987400032, FI(2019):1.517

Issue: 4 Pages: 609-612, 2018,

15/6 = 2.5

16

In vitro Study of the Structure and Adhesive Interface in Direct Restorations with
Experimental Nanocomposite Materials and Adhesive Systems, Porumb, A; Almasi, A;
Todor, L; Ratiu, CA; Ciavoi, G; Todor, PC; Todow, SA; Matei, MN; Romanec, C; Matei,
RI; MATERIALE PLASTICE, Volume: 55 Issue: 4 Pages: 620-625, 2018,
W0OS:000454987400035, FI(2019):1.517

15/6 =2.5

17

Relation of Polypharmacy to Systemic and Oral Health Related Factors, Bicheru, M;
Preoteasa, CT; Zamfirescu, A; Capisizu, A; Imre, MM; Preoteasa, E; REVISTA DE

15/6 =2.5
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CHIMIE, Volume: 69 Issue: 11 Pages: 4015-4017, 2018, WOS:000451931500033,
FI(2019):1.755

18 | The Use of Diacrylic Resins in Dental Restorations, Romanec, C; Stan, Cl; Hinganu,
MV; Scutariu, MM; Rosu, S; Hinganu, D; REVISTA DE CHIMIE, Volume: 69 Issue: 11
Pages: 4052-4054, 2018, W0S:000451931500040, FI(2019):1.755

15/6 = 2.5

19 | THE |INFLUENCE OF THE TECHNOLOGICAL PARAMETERS ON THE
CHARACTERISTICS OF CAST DENTAL BRIDGES, Forna, N; Tatarciuc, M; Vitalariu,
A; Baciu, R; Popa, DD; ROMANIAN JOURNAL OF ORAL REHABILITATION, Volume:
10 Issue: 4 Pages: 13-19, 2018, W0S:000453870200002, FI(2019): 0

5/6 = 0.83

20 INTERDISCIPLINARY APPROACH IN THE TREATMENT OF CONGENITALLY
MISSING LATERAL INCISOR, Anistoroaei, D; Saveanu, Cl; Golovcencu, L; Cernei,
ER; Zegan, G; ROMANIAN JOURNAL OF ORAL REHABILITATION, Volume: 10
Issue: 4 Pages: 71-77, 2018, WOS:000453870200010, FI(2019): 0

5/6 = 0.83

21 | STUDY ON ELEVATION OF PARTIALLY REMOVABLE PROSTHESES IN
SYSTEMIC CONTEXT IN GERIATRIC PATIENTS, Gradinaru, I; Hurjui, LL; Hurjui, I;
Antohe, ME ; ROMANIAN JOURNAL OF ORAL REHABILITATION, Volume: 10 Issue:
4 Pages: 114-122, 2018, W0S:000453870200017, FI(2019): 0

5/6 = 0.83

22 IMPRESSION IN EXTENDED PARTIALLY EDENTATION - IMPLICATIONS IN
METHODS OF TRAINING FOR DENTAL TECHNICIANS, Antohe, ME; Andronache,
M; Vasluianu, RI; Cretu, CI; Stamatin, O; Forna, NC; ROMANIAN JOURNAL OF ORAL
REHABILITATION, Volume: 10 Issue: 4 Pages: 143-148, 2018,
WO0S:000453870200021, FI(2019): 0

5/6 = 0.83

23 | Nanoparticles Deposition on Mini-implants for Osseo-integration and Antibacterial
Properties Improvement, Zegan, G; Carausu, EM; Golovcencu, L; Botezatu, AS;
Cernei, ER; Anistoroaei, D; REVISTA DE CHIMIE, Volume: 68 Issue: 12 Pages: 2929-
2931, 2017 W0S:000423261900042, FI(2019):1.755

15/6 = 2.5

24 | Effectiveness of Nickel-Titanium Endodontic Instruments on Smear Layer Removal
from Radicular Dentin A Scanning Electron Microscopy Study, Monea, M; Biris, C;
Bechir, ES; Suciu, N; Pop, AM; Olah, P; REVISTA DE CHIMIE, Volume: 68 Issue: 11
Pages: 2519-2522, 2017, W0S:000416751800010, FI(2019):1.755

15/6 =2.5

25 | The effect of pH, fluoride and tribocorrosion on the surface properties of dental
archwires, Mocnik, P; Kosec, T; Kovac, J; Bizjak, M, MATERIALS SCIENCE &
ENGINEERING C-MATERIALS FOR BIOLOGICAL APPLICATIONS, Volume: 78
Pages: 682-689, DOI: 10.1016/j.msec.2017.04.050, 2017, WOS:000404944700081,
FI1(2019): 5.88

30/6 =5

26 | Experimental Research on the Behaviour of the Alloy Til0Zr in Simulated Oral
Environment

Vasilescu, VG; Patrascu, |; Cotrut, C; Vasilescu, E, REVISTA DE CHIMIE, Volume: 67
Issue: 2 Pages: 263-266, 2016, WOS:000372170700013, FI(2019):1.755

15/6 = 2.5

27 | Influence of CeO2 Thickness Layer Deposited on the 945A Steel Substrate Concerning
the Corrosion Process, Barca, ES; Trinca, LC; Filipescu, M; Dinescu, M; Plaiasu, AG;
Abrudeanu, M; Leata, R, REVISTA DE CHIMIE, Volume: 67 Issue: 1 Pages: 177-181,
2016, WOS:000369524300040, FI(2019):1.755

15/6 = 2.5

2. B. Istrate, D. Mareci, C. Munteanu, S. Stanciu, C.I. Crimu, L.C. Trinca, E. Kamel, In vitro
electrochemical properties of biodegradable YSZ-coated MgCa alloy, Environmental
Engineering and Management Journal, Vol.15, No. 5, 955-963, 2016,
WOS:000381274100002, FI(2019): 1.186, 14 citari

24.24

1 Oxidative Chemical Hybrid Formulations for Internal Bleaching of Endodontically
Treated Teeth, Pascalau, D; Dudescu, MC; Merie, V; Pustan, M; Marinca, TF; lonel,
DC; Mesaros, AS;

REVISTA DE CHIMIE, Volume: 69 Issue: 7 Pages: 1760-1765, 2018,
WO0S:000444595700034, FI(2019):1.755

15/7 =
2.14

2 Implementation of Holographic Research in Periodontal Disease, Manole, M; Burde,
AV; Milea, C; Necsulescu, A; Ciocoiu, R; Trante, O; Sinescu, C; Mohan, A; Dudea, D;
lonel, DC; Baciu, S; REVISTA DE CHIMIE, Volume: 69 Issue: 7 Pages: 1791-1795,
2018, W0S:000444595700039, FI(2019):1.755

15/7 =
2.14

3 Chemical Features of Bisphosphonates and Histopathological Outcomes in Rat Jaw
Treated with Zoledronic Acid Combined with Dexamethasone, Stan, IAA; Petrovan, C;
Cerghizan, D; Albu, DE; Craciun, AE; Copotoiu, C; REVISTA DE CHIMIE, Volume: 69
Issue: 7 Pages: 1802-1807, 2018, W0OS:000444595700041, FI(2019):1.755

15/7 =
2.14

4 Risk Factors and the Mechanism of Induced Oral Cancer by the Chemical Substances,
Stefanescu, OM; Dragomir, R; Ciurcanu, O; Budacu, CC, REVISTA DE CHIMIE,

15/7 =
2.14
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Volume: 69 Issue: 5 Pages: 1283-1287, 2018, WOS:000434954100054,
FI1(2019):1.755

Odontal and Protetic Reconstruction in Total Coronar Fractures, Caraiane, A; Raftu, G;
Leata, R; Cerghizan, D; Macovei, LA; Focsaneanu, SC; Covaci, AM; Negraia, MR; llie,
M; Dimofte, AR; Decusara, M; REVISTA DE CHIMIE, Volume: 69 Issue: 4 Pages:
1010-1013, 2018, W0S:000433223000054, FI(2019):1.755

15/7 =
2.14

Chemical Senses-Smell and Olfaction, Decusara, M; Caraiane, A; Macovei, LA; llie, M;
Focsaneanu, SC; Covaci, AM; Negraia, MR; Raftu, G, REVISTA DE CHIMIE, Volume:
69 Issue: 4 Pages: 1034-1036, 2018, W0OS:000433223000060, FI(2019):1.755

15/7 =
2.14

The Efficuency of Cream Adhesives for Prosthesis Evaluated by the Wearer of Acrylic
Total Prosthesis, Caraiane, A; Raftu, G; Sin, EC; Bustiuc, SG, REVISTA DE CHIMIE,
Volume: 69 Issue: 3 Pages: 725-727, 2018, WOS:000430946500042, FI(2019):1.755

15/7 =
2.14

Studies Regarding the Architectural Design of Various Composites and Nanofibres
Used in Dental Medicine, Gradinaru, I; Ignat, L; Dascalu, CG; Soroaga, LV; Antohe,
ME, REVISTA DE CHIMIE, Volume: 69 Issue: 2 Pages: 328-331, 2018,
WQOS:000427327700009, FI(2019):1.755

15/7 =
2.14

The Effect of Heat Treatment and Corrosion Behavior of AISI420, Minciuna, MG;
Achitei, DC; Vizureanu, P; Benchea, M; Sandu, AV, Book Series: IOP Conference
Series-Materials Science and Engineering, Volume: 374, Article Number: UNSP
012039, DOI: 10.1088/1757-899X/374/1/012039, 2018, WOS:000446775900039,
FI(2019):0

5/7=0.71

10

Effectiveness of Various Gingival Sulcus Widening Materials, Cerghizan, D; Tirca, T;
Bumbescu, IG; Scutariu, MM; Caraiane, A, REVISTA DE CHIMIE, Volume: 69 Issue: 1
Pages: 271-276, 2018, W0OS:000425369600055, FI1(2019):1.755

15/7 =
2.14

11

Studies on Adhesion of Composite Resins and Glass-lonomer Cements in Open-
Sandwich Technique, Ghiorghe, CA; lovan, G; Andrian, S; Nica, |; Topoliceanu, C;
Pancu, G, REVISTA DE CHIMIE, Volume: 68 Issue: 8 Pages: 1890-1894, 2017,
W0OS:000410388000044, FI(2019):1.755

15/7 =
2.14

12

Surface Topographical Modification of Coronary Stent: A Review, Tan, CH; Muhamad,
N; Abdullah, MMAB, Book Series: IOP Conference Series-Materials Science and
Engineering,

Volume: 209, Article Number: UNSP 012031, DOI: 10.1088/1757-899X/209/1/012031,
2017, WOS:000423732100031, FI(2019):0

5/7=0.71

13

Morpho-Structural Characterization of WC20Co Deposited Layers, Tugui, CA;
Vizureanu, P,

Book Series: IOP Conference Series-Materials Science and Engineering, Volume: 209,
Article  Number: 012020, DOI:  10.1088/1757-899X/209/1/012020, 2017,
WQ0S:000423732100020, FI1(2019):0

5/7=0.71

14

Behavior of Al-Mg Alloy Subjected To Thermal Processing, Achitei, DC; Minciuna, MM;
Sandu, AV; Abdullah, MMA, Book Series: AIP Conference Proceedings, Volume: 1835,
Article Number: UNSP 020051, DOLl: 10.1063/1.4983791, 2017,
WQOS:000405780000051, FI(2019):0

5/7=0.71

3. B. Istrate, C. Munteanu, C.I. Crimu, S.I. Strugaru, M. Benchea, K. Earar, Morphological
and tribological aspects of some ZrO2 coatings on Mg-Ca biodegradable alloys, Indian
Journal of Engineering & Materials Sciences Vol. 23, pp. 418-424, 2016,
W0S:000406728100006, FI(2019): 0.521, 12 citari

28.33

1

General and Particular Structural Characteristics of Acetylsalicylic Acid - Aspirine
Chemical properties, Topor, G; Nechita, A; Debita, M; Ciupilan, C; Axente, ER,
REVISTA DE CHIMIE,

Volume: 70 Issue: 1 Pages: 248-253, 2019, W0OS:000460428100055, FI(2019):1.755

15/6 =2.5

Bioadhesives Used in Cardiovascular Surgery, Moldovan, H; Gheorghita, D; Antoniac,
I; Gheorghe, D; Fiori, F; Mohan, A; Raftu, G; lonel, C; Costache, V, REVISTA DE
CHIMIE, Volume: 69 Issue: 10 Pages: 2799-2803, 2018, W0S:000451925300039,
FI1(2019):1.755

15/6 = 2.5

Dental Inclusion of Canine and Wisdom Tooth in Orthodontics Chemical Necroses,
Budacu, CC; loanid, N; Romanec, C; Balan, M; Pavel, LL; Pacurar, M; Rosu, S,
REVISTA DE CHIMIE, Volume: 69 Issue: 8 Pages: 2191-2196, 2018,
WO0S:000444602300051, FI(2019):1.755

15/6 = 2.5

Soil Chemical Pollution and Aggressive Pathologies, Morariu, Sl; Duceac, LD; Luca,
AC; Popescu, F; Pavel, L; Gavrilescu, CM, REVISTA DE CHIMIE, Volume: 69 Issue: 8
Pages: 2278-2282, 2018, W0S:000444602300069, FI(2019):1.755

15/6 =2.5

The Chemical Effect in Medicine Interaction Determining the Form and Speed of

15/6 =2.5
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Psychical Involution in the Prosthetic Restauration in the Edentulous, Caraiane, A;
Leata, R; Toba, V; Vesa, D; Macovei, LA; Dan, CI; Pavel, L, REVISTA DE CHIMIE,
Volume: 69 Issue: 8 Pages: 2306-2310, 2018, WOS:000444602300076,
FI1(2019):1.755

THE ROLE OF CLINICAL STAGES IN MAKING EFFICIENT THE THERAPEUTIC
MANAGEMENT IN PARTIAL EDENTATION, Diana, B; Forna, DA,; Cristina, I;
ROMANIAN JOURNAL OF ORAL REHABILITATION, Volume: 10 Issue: 3 Pages: 125-
132, 2018, W0OS:000444858500015, FI(2019):0

5/6 = 0.83

Oxidative Chemical Hybrid Formulations for Internal Bleaching of Endodontically
Treated Teeth, Pascalau, D; Dudescu, MC; Merie, V; Pustan, M; Marinca, TF; lonel,
DC; Mesaros, AS,

REVISTA DE CHIMIE, Volume: 69 Issue: 7 Pages: 1760-1765, 2018,
WO0S:000444595700034, FI(2019):1.755

15/6 = 2.5

Odontal and Protetic Reconstruction in Total Coronar Fractures, Caraiane, A; Raftu, G;
Leata, R; Cerghizan, D; Macovei, LA; Focsaneanu, SC; Covaci, AM; Negraia, MR; llie,
M; Dimofte, AR, REVISTA DE CHIMIE, Volume: 69 Issue: 4 Pages: 1010-1013, 2018,
WQOS:000433223000054, FI(2019):1.755

15/6 =2.5

Chemical Senses-Smell and Olfaction, Decusara, M; Caraiane, A; Macovei, LA; llie, M;
Focsaneanu, SC; Covaci, AM; Negraia, MR; Raftu, G, REVISTA DE CHIMIE, Volume:
69 Issue: 4 Pages: 1034-1036, 2018, W0S:000433223000060, FI(2019):1.755

15/6 = 2.5

10

The Efficuency of Cream Adhesives for Prosthesis Evaluated by the Wearer of Acrylic
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012038, DOI: 10.1088/1757-899X/374/1/012038, 2018, WOS:000446775900038,
FI1(2019): 0

5/6 = 0.83

2 Melt Electrospinning - Characteristics, Application Areas and Perspectives; Bertea, A;
Popa, A; Bertea, AP, Book Series: IOP Conference Series-Materials Science and
Engineering, Volume: 374, Article Number: 012063, DOI: 10.1088/1757-
899X/374/1/012063, 2018, WOS:000446775900063, FI(2019): 0

5/6=0.83

3 Influence of surface pretreatment on the coating quantity and properties of
nanostructured octacalcium phosphate on commercially pure titanium, Suwanprateeb,
J; Thammarakcharoen, F, INDIAN JOURNAL OF ENGINEERING AND MATERIALS
SCIENCES, Volume: 24 Issue: 5 Pages: 351-361, 2017, W0OS:000424965700004,
FI1(2019): 0.521

10/6=1.67

4 Vibration damping behavior and surface characterization of magneto-mechanical
powder coated AISI304 stainless steel, Pakkirappa, H; Mahesha, K; Sachidananda,
KB, SURFACE & COATINGS TECHNOLOGY, Volume: 324 Pages: 382-389, DOI:
10.1016/j.surfcoat.2017.06.005, 2017, WOS:000406988200044 F1(2019):3.784

20/6=3.33

5 Analyse of Ti-based Alloy for Medical Instruments after Chemical, Mechanical and
Physical Processing, Burlea, SL; Leata, R; Agop, M; Cimpoesu, N; REVISTA DE
CHIMIE, Volume: 67 Issue: 2 Pages: 260-262, 2016, WO0S:000372170700012,
FI1(2019): 1.755

15/6=2.50

11. B. Istrate, C. Munteanu, S. Lupescu, M. Benchea, P. Vizureanu, Preliminary
Microstructural and Microscratch Results of Ni-Cr-Fe and Cr3C2-NiCr Coatings on
Magnesium Substrate, IOP Conference Series-Materials Science and Engineering, Volume:
209, 012024, DOI: 10.1088/1757-899X/209/1/012024, 2017, F1(2019):0, 2 citari
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